
€/t
Semi- finished 

Products

Hot rolled 

Bars
Wire Rod Bright Bars Wire drawn

Standard: included in alloy 

surcharge
75 108 121 185 279

Remelted : official value 207 282 287 576 578

Remelted : part not 

included in alloy 

surcharge

133 174 166 391 299

$/t

Standard: included in alloy 

surcharge
86 124 140 213 321

Remelted : official value 239 324 330 662 665

Remelted : part not 

included in alloy 

surcharge

153 200 190 450 344

      UGITECH - STAINLESS - Energy Surcharge SEPTEMBER 2026



Energy surcharge included 75 121 108 185 279

NF EN AISI Ex-AFNOR
Demi Produits

Semi Products

Fil Machine

Wire Rod

Barres laminées

Hot Rolled Bars

Barres TAF

Cold Rolled Bars

Tréfilés

Drawn Wire

4005 416 1118 1212 1246 1465 1559

4006 410 955 1041 1068 1265 1359

4006A 1005 1094 1123 1327 1421

4016 430 1046 1136 1168 1377 1471

4021 - 4028 420 955 1041 1068 1265 1359

4029 420 F 1118 1212 1246 1465 1559

4034 955 1041 1068 1265 1359

4035 - 4037 965 1051 1079 1277 1371

4057 431 1278 1379 1420 1661 1755

4057A 1310 1412 1455 1700 1794

4057G 1310 1412 1455 1700 1794

4062 1772 1895 1959 2267 2361

4104 1298 1399 1442 1685 1779

4105 430 F 1309 1411 1454 1700 1794

4105SI 1311 1413 1456 1702 1796

4113 434 1797 1922 1987 2299 2393

4114 Z8CDF 19-02 2380 2531 2622 3014 3108

4122 1722 1843 1905 2207 2301

4301 304 2213 2356 2440 2808 2902

4303 305 2592 2753 2854 3275 3369

4305 303 NF EN 1.4305 2213 2356 2440 2808 2902

4307 304 L 2403 2554 2647 3041 3135

4310 2100 2238 2317 2670 2764

4310 Sprinox 2378 2528 2620 3011 3105

4313 1788 1912 1976 2287 2381

4316 308 H / L / LT 3041 3222 3344 3825 3919

4332 309  L / LT / LM 3616 3823 3971 4530 4624

4337 312 3349 3543 3679 4203 4297

4362 2024 2159 2235 2577 2671

4370 307 / 4370M 2675 2839 2944 3375 3469

4401-4404 316-316 L 4062 4289 4458 5078 5172

4418 Z 6 CND 16.05.01 2409 2561 2654 3049 3143

4430 316 L5 / LT / LM 4890 5155 5361 6094 6188

4432 4452 4697 4883 5557 5651

4435 Z 3 CND 18.14.03 4610 4862 5056 5751 5845

4438 317 L 5821 6128 6376 7237 7331

4441 316LESR 4976 5245 5455 6200 6294

4460 Z 5 CND 27-05 Az 3045 3226 3348 3830 3924

4462 45N Z 3 CND 22.05 Az 3822 4039 4196 4784 4878

ARC45N WELDING 5273 5555 5778 6564 6658

4507 52N Z 3 CNDU 25.07 Az 4919 5185 5392 6130 6224

4509 430LNb/Exhaust 1225 1323 1362 1596 1690

4511 1142 1237 1272 1495 1589

4512 916 1000 1025 1217 1311

4539 ARCB6N Z 2 NCDU 25.20 7390 7768 8088 9162 9256

4541 321 Z 6 CNT 18.10 2400 2551 2644 3038 3132

4542 Gr 630 Z 7 CNU 16.04 2106 2244 2324 2678 2772

4551 A347 M 3105 3289 3414 3904 3998

4560 2396 2548 2640 3034 3128

4567 304 Cu 2640 2802 2906 3333 3427

4568 17-7 PH  /  631 2031 2166 2242 2586 2680

4570 303 Cu Z 8 CNUF 18.09 2379 2530 2621 3013 3107

4571 316 Ti Z 6 CNDT 17.12 4062 4289 4458 5078 5172

4576 318 M 5138 5414 5632 6399 6493

4578 316 L Cu 4400 4643 4826 5493 5587

4374 202 N 1809 1934 1999 2313 2407

4597 204 Cu 1864 1992 2060 2381 2475

244 Cu 2046 2182 2259 2604 2698

4763 446 Z 12 C 25 1196 1292 1330 1560 1654

4828 2773 2941 3051 3496 3590

4841 314 3839 4056 4214 4804 4898

4845 310 Z 8 CN 25.20 3832 4049 4206 4796 4890

4842 A310 4661 4915 5110 5813 5907

4909 Z 2 CND 18.12 4610 4862 5056 5751 5845

4913 1563 1676 1731 2011 2105

4944 Z 6 NCTDV 25.15 5033 5305 5517 6270 6364

IMRE 2380 2531 2622 3014 3108ASTM A 838

UGITECH - EXTRA D'ALLIAGES ET ENERGIE applicables à la Fabrication Usine  SEPTEMBRE 2026

ALLOY SURCHARGE AND ENERGY for direct sales from the mill (€/t) SEPTEMBER 2026

Réceptionné Organism Control


