
€/t
Semi- finished 

Products

Hot rolled 

Bars
Wire Rod Bright Bars Wire drawn

Standard: included in alloy 

surcharge
87 127 147 208 296

Remelted : official value 240 327 337 641 595

Remelted : part not 

included in alloy 

surcharge

152 200 190 433 299

$/t

Standard: included in alloy 

surcharge
101 147 170 242 343

Remelted : official value 278 380 391 744 690

Remelted : part not 

included in alloy 

surcharge

177 232 221 502 347

      UGITECH - STAINLESS - Energy Surcharge OCTOBER 2026



Energy surcharge included 87 147 127 208 296

NF EN AISI Ex-AFNOR
Demi Produits

Semi Products

Fil Machine

Wire Rod

Barres laminées

Hot Rolled Bars

Barres TAF

Cold Rolled Bars

Tréfilés

Drawn Wire

4005 416 1138 1245 1273 1497 1585

4006 410 974 1075 1095 1297 1385

4006A 1023 1126 1148 1357 1445

4016 430 1064 1169 1193 1407 1495

4021 - 4028 420 974 1075 1095 1297 1385

4029 420 F 1138 1245 1273 1497 1585

4034 974 1075 1095 1297 1385

4035 - 4037 984 1085 1106 1309 1397

4057 431 1287 1402 1436 1681 1769

4057A 1318 1433 1469 1718 1806

4057G 1318 1433 1469 1718 1806

4062 1775 1911 1968 2279 2367

4104 1316 1431 1467 1716 1804

4105 430 F 1327 1443 1480 1730 1818

4105SI 1329 1445 1481 1732 1820

4113 434 1815 1954 2012 2329 2417

4114 Z8CDF 19-02 2397 2562 2647 3043 3131

4122 1740 1875 1930 2237 2325

4301 304 2189 2344 2420 2788 2876

4303 305 2555 2727 2819 3237 3325

4305 303 NF EN 1.4305 2189 2344 2420 2788 2876

4307 304 L 2372 2536 2620 3012 3100

4310 2080 2230 2301 2654 2742

4310 Sprinox 2360 2523 2606 2997 3085

4313 1789 1926 1984 2297 2385

4316 308 H / L / LT 3003 3195 3308 3786 3874

4332 309  L / LT / LM 3561 3779 3917 4472 4560

4337 312 3311 3517 3644 4164 4252

4362 2020 2168 2235 2580 2668

4370 307 / 4370M 2648 2824 2920 3351 3439

4401-4404 316-316 L 4025 4263 4422 5040 5128

4418 Z 6 CND 16.05.01 2404 2570 2655 3052 3140

4430 316 L5 / LT / LM 4848 5124 5320 6051 6139

4432 4412 4669 4845 5516 5604

4435 Z 3 CND 18.14.03 4565 4828 5012 5703 5791

4438 317 L 5763 6081 6319 7174 7262

4441 316LESR 4926 5206 5406 6147 6235

4460 Z 5 CND 27-05 Az 3034 3228 3342 3825 3913

4462 45N Z 3 CND 22.05 Az 3813 4042 4191 4780 4868

ARC45N WELDING 5241 5535 5749 6533 6621

4507 52N Z 3 CNDU 25.07 Az 4901 5180 5379 6116 6204

4509 430LNb/Exhaust 1242 1355 1387 1626 1714

4511 1160 1269 1298 1525 1613

4512 936 1035 1053 1250 1338

4539 ARCB6N Z 2 NCDU 25.20 7294 7682 7990 9053 9141

4541 321 Z 6 CNT 18.10 2369 2533 2617 3009 3097

4542 Gr 630 Z 7 CNU 16.04 2110 2262 2334 2691 2779

4551 A347 M 3071 3267 3383 3871 3959

4560 2375 2539 2623 3016 3104

4567 304 Cu 2619 2794 2889 3316 3404

4568 17-7 PH  /  631 2013 2161 2229 2572 2660

4570 303 Cu Z 8 CNUF 18.09 2358 2521 2604 2995 3083

4571 316 Ti Z 6 CNDT 17.12 4025 4263 4422 5040 5128

4576 318 M 5096 5383 5591 6355 6443

4578 316 L Cu 4367 4622 4797 5461 5549

4374 202 N 1800 1938 1995 2310 2398

4597 204 Cu 1876 2017 2079 2404 2492

244 Cu 2049 2198 2267 2616 2704

4763 446 Z 12 C 25 1211 1322 1353 1587 1675

4828 2730 2910 3010 3451 3539

4841 314 3760 3987 4133 4715 4803

4845 310 Z 8 CN 25.20 3753 3980 4126 4707 4795

4842 A310 4572 4836 5020 5712 5800

4909 Z 2 CND 18.12 4565 4828 5012 5703 5791

4913 1581 1709 1757 2041 2129

4944 Z 6 NCTDV 25.15 4935 5216 5416 6158 6246

IMRE 2397 2562 2647 3043 3131ASTM A 838

UGITECH - EXTRA D'ALLIAGES ET ENERGIE applicables à la Fabrication Usine  OCTOBRE 2026

ALLOY SURCHARGE AND ENERGY for direct sales from the mill (€/t) OCTOBER 2026

Réceptionné Organism Control


